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The temperature dependence (4-300 K) of the thermopower of Kondo system

La1-xCexB6 has been measured. The thermopower of CeB6(x=1) shows Kondo peak at temperature ~ 10 K. The decreasing the value of the peak and the shift of this peak to the lower temperature for the concentration of Ce (x=0.1, 0.05, 0.03) has been observed. In addition, for the concentration of Ce (x=0.02, 0.005, 0.0025) the plateau at around 15 K has been observed.

